5 R 57 AR AR

CORNERING FATIGUE TEST REPORT

%5 : HP/JL-006-A/0

F. 2024-12-20

F7 i gm 5 (Part No.): R910 G HE M (Rim Size):  20X12
i2F:fL P.C.D:  6X139.7 it H 3(Casting date):  2024-12
i (Offset): ET-44 mm HALFE H 3i(Heat Treatment No.):  2024-12
Wit 4 A (Design Load): 2500 LBS TAFEIR A5 (Sample Condition): T 6
K F #5ifE(Test Standard) :  SAE
_— 56 2 (Test Parametes)
WE B4 (Nut Torque) @ 108N.M TEIREL (Cycle) © 150000 R

TR Z 4 (Test Bending Moment) :

5544N.M

GG 4 (Test Speed):

1352 RPM

TR 25 B (Test Results)

Y]u5 (Lnitial):  5.60 mm
%= (Deflection)
7578 (Final): 5.68 mm
EAA R W2 Lr (Visible Cracks)  Yes/No NO
17 T % (Looseness of Torque) Yes/No NO

AL 45 1 (Test Conclusion)

BN G K (Accepted/Rejected): &

%74 (Remarks):

Ao
#1% N (Approved by): y‘& s //I

45 1 (Tested by):  FH/NME




