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4%5: HP/JL-005-A/0

Hi: 2024-12-20

AR UL

(Tire air pressure)

P74 5 (Part No.): R910 G MM (Rim Size):  20X12
IZF2fL P.C.D:  6X139.7 51t H #(Casting date):  2024-12
fmE(Offset): ET-44 mm AL H H#H(Heat Treatment No.): 2024-12
BT A7 (Design Load) : 2500 LBS AAFEIR A (Sample Condition):  T6
K brifE(Test Standard):  SAE
- 562 51 (Test Parametes)

3k 5 F (Impact Hammer Mass): 860 KG Ty @ (Dropping Height): 230 mm
WERFHIHE  (Nut Torque): 108 N.M oo TH] ¥ S [ (Striker Overlap): 25 mm
“e 6 RSt (Tire Size): e

275/45R20 W45 (Initial): 200 Kpa

25 (Final): 200Kpa

= 845 R (Test Results)
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Visible fractures penetrating though the center member(Yes/No) NO
RS AR B
Separation of the center member from the rim (Yes/No) NO
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Total loss of tire air within one minute(Yes/No) __ NO

B i@'(:TNnclusion)
&, A T
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