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RADIAL FATIGUE TEST REPORT

%5 : HP/IJL-007-A/0

F. 2024-12-20

77 25 (Part No.): R910 HHIFM (Rim Size): 20X12
#2441 P.C.D: 6X139.7 it H W(Casting date):  2024-12
P (Offset): ET-44 mm AL H #(Heat Treatment No.): 2024-12
W% 47 (Design Load): 2500 LBS IRFRIRZS (Sample Condition):  T625026
K F¥5fE(Test Standard):  SAE

— 56 2 (Test Parametes)
AR (Tire Size) : 275/45R20 ¥HGE 7] (Tire Pressure) : 460  Kpa
RIGIRAT (Test Load) : 25026 N WEEFISE (Nut Torque): 108 N.M
I HL T (Test Speed): 60Km/H PEIRIREL (Cycle) - 1100000 R

TG 25 R (Test Results)

AR LS (Visible Cracks) Yes/No NO
T B% (Looseness of Torque)Yes/No NO
A & K B&  (Loss of air pressure) Yes/No NO

E MBS (Accepted/Rejected) -
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#%F (Remarks):
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SN——R% 5 (Tested by): F/Nx=




